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3.032 Mechanical Behavior of Materials
Fall 2007Ductile fracture:

Lecture 32 (11.30.07)
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3.032 Mechanical Behavior of Materials
Fall 2006

Ductile fracture mechanism:

Lecture 32 (11.30.07)
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Brittle vs. Ductile fracture:

Lecture 32 (11.30.07)
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