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Fatigue fracture/failure case study: Human bone
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How to test bone fracture: Double-cantilevered beam
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Cracks follow “cement line”, or mineralized surface surrounding osteons.
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Crack growth follows a Paris-law relation based in time:

Conclusion:
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Stress concentrations generate new cracks ahead of old cracks (bridging)
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How bone breaks:
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