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Dielectric Response in an SiO2 Optical Fiber

slope≠0

ω

Note: the quantum model for the SHO (Simple Harmonic Oscillator) states that such a 
system will absorb at energy values Em=mhω0 (m=1,2,…), where ω0= √k/m is the
System’s resonance frequency.


